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1. Scope

This specification covers the quality of clay pipe
and drain tile.

2. Pipe

Standard strength clay pipe and extra strength
clay pipe shall conform to the requirements of
ASTM Specification C 700 for the specified class
of pipe.

3. Perforated pipe

Perforated clay pipe shall conform to the require-
ments of ASTM Specification C 700 for the speci-
fied class of pipe.

4. Drain tile

Clay drain tile shall conform to the requirements
of ASTM Specification C 4 for the specified class
of tile. Perforated drain tile shall conform to the
requirements of ASTM Specification C 4 for the
specified class.

5. Compression joint material

Compression joints using material having resil-
ient properties shall conform to the requirements
of ASTM Specification C 425
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